
CERTIFICATE OF QUALITY
Lubricating oils
Specifications SP 09 03 2005/RV0330-03
Date of issue 09.03.2005

Date of delivery
Delivered to

Delivered by

CHARACTERISTICS MINIMUM TYPICAL VALUE MAXIMUM METHOD

Density @20°C, kg/m³ 870 ASTM D 4052

Viscosity @100°C, mm²/s 12,5 17,3 16,3 ASTM D 445

Viscosity @40°C, mm²/s 135 ASTM D 445

Viscosity index 142 ASTM D 2270

Pour point, °C -39 -32 ASTM D 97

Flash point (COC), °C 236 ASTM D 92

TBN, mgKOH/g 7,5 8,5 ASTM D 4739

________________________________________

Signature

Note

The typical values mentioned in this sertificate represent the average of production composite, but not

necessarily the measured values of individual deliveries

TEBOIL 4T SUPERBIKE OIL SAE 15W-50
Synthetic motorcycle oil


